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| FRODUCT BULLEEN [ GYPSUM BACKERBOARD BULLETIN NG: 5-9

GYPSUM PRODS_ S 8" ACOUSTIBAK ULy DATE: . - gpynme

5
T8 LATH, TyPE X PAGE; Fef3
;‘APFRO}VALS: o . CAMNCELS: B-9
),r.,e {/j‘a/“'{ 3 ‘:‘C{‘j-}"’w . ASTM C442 DATE: -?/9/69

T o) S
PRODUCING PLANTS: Lorg Beoch, Antioch, S20itle, Resaric, Jocksenvifle and Delance
< Long Jack-

Core Fermula: {Peunds per M3F) Beseh  Antioch  Seettle Rosario sonville Delance

——————

Board Stucco (5-1, 5-2) 18002050 1820-2050 1300~2050 1800-2050 1 500-2050 1800-2¢
Paper Fiber (8-G-1) 1C-15 16=15  10-15  10-15  10-15  10-1¢
Glass Fiber (B-G-1)  6.06.5 6.0-5.5 &.0-6.5 6.0-5.5 5.0-6.5 6.0-5,
Starch | | RM-B-11)  9.0-12.5 9.0-12.5 9.6-12.5 9.0-12.5 9.0-12.5 9,0~12
Dextress  ~ (RM-8-3)  0-3 ~ 03 ga 0-3 . -3 0-3
Core Fociming Agenf:- | B ) 7

| ALS B-G-1) 0.-2—1.0‘ L 0.2-1.0 0.2-1.0 0.2-1.1
AAS (F-T-'G-i}r - 0.2-1.0 €.2-1.0 - - -

Lignin (3-G-1) 2.5~4,0 0-4.0 5.0-8.0 2.5-4.0 Z2.5-4.0 S.0-8.0

Erd Trim (B-G-1) 20-25 0-30 20133 Mone 20-3% 0.3
Fotessivm Sulfate (B-G-1) | 0.5-2.0 B-2.0 0.5-2.0  Pone 0.5-7.0 059,
Rerardar (B-G-1) Kone CG-0.5 MNona 0-0.8 iNone Nona

Hydrated Line (RMm~D--3) 0-1.2 0-1.2 0-1.2 0-1.2 0-1.2 0-1.2
Wotes: 1. Formulo shalf conform to UL Fils No. R3543, Section 2.

1 fad ”'," .
GH e BT L o (_;r? b bk
. - 3 . .
Popar Liners: __ Coreboard Paper on both sidas. (RPA-B-1-A,3,C) Greyback pupe:}mgy ba
e ey - > i

vsed on back of 4' wide Acoutiibak.

OFERATING SPECIFICATIONS: (Rafer to Pracess Bulletin B-G-2 for General Speaiflicetion)

b Slurry Seiting Time, minuies 2~ A-3/4
2. Wet Slurry Welight, {pounds por ¢.f.) 73 - 82
1. Wer Cempressive Strength, pusd, 785 - 430

4. EBdgas - Tengse and Groove Fop 240 aominal ik,

Tongues cnd Groove or Square for #3v widih,
1] 1. .
*Denotes clonge o adgition,

e __::t?—;ﬁ::—;—;::::::::-::::.‘:;:::;?
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P RRODUCT suilpmny
Gyrsum srond is

GYPSUM BACKERBOARD
5/8" ACOUSTIEAK (UL)
5/8" LATH, TVPE X

" BULLETIN NO:
DATE:
PAGE:

B3
9/22/7C
2ef3

3. - Liner Abserption Correction = if
ageat to the back and faza
results shall not exceed 200 seconds .

PRODUCT SPECIFICATIONS: (Refer to Frod

PERATING SPECIFICATIGNS: (Continusd)

of the Lath {See Proces

Wet Weight
Dry Weight
Evaporaticn boss _

Thickness - Avarage

Across Crain
Paralled
Beflaction ot Lraak,
Acrass Grain
Porailel

Furcih Test

ce

Back

Thickness - individuci Reaging

Flexera! Strangth, Minimum

Fommer Loss 'i'esf, Individual Test

(Lis/MSF)
{Lks/MSF)
(Lbs/FASF)

{inch}

Edgas - 2% ¥ide
Edgas L5 \Wide
.Edge Hardness of Take~{3§F {Founds)
End Peel After Sawing thaeh)

{Founds)
{Founds)
Minimum .
{Inch)
{inch)

{Pounds)

Torist Test, Meximum Splis

(rhC;"l)

(Ineh)

Decigiams)

*Denciay changes or caditions,

. (lr.ch)ﬂ -

APPROVALS: ‘ CANCELS: B9
Cng Sty T b AsTM cag DATE: 7/5/69
(..-’,'A.v'x

required, apply o 5.5 10 1.0 nercent solution of
§ lfl*:l’fn BG-",}. Line‘- o

4
uct Bulletin 8G~4 for General Spzcifications.)

80 - 2550
" 2450 Average

1150 ~ 1359
605~ 83D
5
=010 Froin Average
Tongue & Croove

~
=

Tongus & Groova or Saun
o I

£.0 FUNE imum

V8 Masimum

00 - 1320

374

3/4

5 Maxinum

Lserption fes:

wetting

I
~
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moouc:'r"wu_{_,'q GYPSUM BACKERBOARD C BULLETIN NO: -y -
GYPSUM FRODUCTS | 5/8" ACOUSTIBAK (UL) . DATE: 9722775
: 5/8" LATH, TYPE X PAGE: . 303

APPROVALS: - o | CANCELS: B-9
w IR AT ' . DATE: 7/9/69
S AT Tl ASTM Cid2 ATE /5/¢

T .
PRODUCT SPECIFICATIONS: {Continued)

Bond at High Humidity, Maximum Peel
Foce ) (Inch) /2

Bacl ' o = (Inch) ' I/Z
Absorption Rete, Face & Back - {Seconds) : 302

Face Prinfi‘ng Shall Read: 5/8" KAISER TYPE X X 34AL ¥3ISIVY ug/s

B D
BUNDLING:

sp—

Po Bundle 5/57 Acoustibak with uppropriate 5/8" Acoustibak bundling fepe with UL labals,

2. Bundle 38" x 24" vide T & G Lath, Typa X, with "Fircproof CGypsum One Hous® taps and
steing tupe in fthe apprepriate bionk, "lain Loth®,

- _— . - fa - e

*Indicates changes or additions.
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